
Give link in infrastructure page:  
Process Chart of Manufacturing Process for recycled Polyester 

Staple Fibre. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 

Raw material storage 
Yard 

 
Input raw Material -Used PET 
Bottles are  

Washing section: 
 
Crushing of PET Bottle and 
washing of Flakes(20mm size) 
              (Time :10 – 20 min) 

Dryer section 
Vacuum drying is taking place in 
the dryer to remove the moisture 
from the flakes 
        (Time: 6 -8 Hrs)  

Spinning, winding and 
CAN collection 

Heating , melting, spinning to 
form filament. The filament is then 
collected to can as TOW 
      (Time: 20 – 25 Min) 

          Draw Line  
Drawing ,Finishing ,   crimping , 
cutting for required length of Fibre 
& making bales 
             (Time: 20 – 25 Min) 
 
 
    

Storage and dispatch of 
Bales 

Bale storage and loading trucks 
as per the sale 


